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Bridge No. 350 over West Branch Mountain

Creek on SR 1352
State Project No. 33602.1.1-B-4260

Rutherford County, NC
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Alluvial-Loose Tan Silty Coarse to Fine Sand w/

Quartz Gravel (A-1-b)
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. PROJECT #: 33602.1.1/B-4260
COUNTY: RUTHERFORD
DESCRIPTION: BRIDGE NO. 350 OVER WEST BRANCH MOUNTAIN
CREEK ON SR 1352
CHANNEL BED CHANNEL BANK MATERIAL
MATERIAL v
SAMPLE # S-1 S8-3 S-2 S8-3 SS-4 S8-5
RETAINED #4 10 26 0 26 0 2 .
PASSING #10 77 53 100 53 95 96 .
PASSING #40 31 23 91 23 61 72
PASSING #200 1 3 3 3 17 24 .
COARSE SAND 91 76 43 76 54 42
FINE SAND 8 20 54 20 33 36 "
SILT 1 4 4 10 8 X
CLAY 0 0 1 0 3 14 2
LL 19 16 21 16| 3 26 £
PL NP NP NP NP NP NP z " y
AASHTO A-1-b(0) | A-1-b(0) A-3(0) | A-1-b(0) | A-2-4(0) | A-2-4(0) 2ol —— —|— —|— = — 74 — ——
CLASSIFICATION , > p
STATION 16+15 | 15+91 16+05 | 15+91 | 16+57 | 16+66 e
OFFSET 15RT_| 12RT CL 12RT | 13LT | 12RT
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